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ACCURA ANALYTICAL LABORATORY, INC.
En vironmental Analytical Services

2690 E. Ponce de Leon Ave., Decatur, GA 30030 / PO Box 1382, Decatur, GA 30031 (404)378-3877

ANALYSIS REPORT

COMPANY : HAZ-TECH
5280 Panola Industrial Blvd.
Decatur, Georgia 30035-4013

ATTENTION : Mr. John Cox

DATE RECEIVED : 11-19-90
REPORT DATE : 11-21-90
LAB PROJECT : 2086

LAB ID # 5699
STATION # #1 Boiler Room Pipe

% ASBESTOS

1. Chrysotile............................... 50
2. Amosite..................................
3. Crocidolite..............................
4. Anthophyllite............................
5. Tremolite................................
6. Actinolite...............................

% FIBER

1. Glass Fiber..............................
2. Cellulose................................ 30
3. Synthetic Fiber..........................

% PARTICULATES

1. Binders.................................. 20
2. Opaques..................................
3. Quartz...................................
4. Mica.....................................
5. Perlite..................................
6. Gypsum...................................
7. Tar......................................

Other *

Respectfully submitted,
ACCURA ANALYTICAL LABS
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ACCURA ANALYTICAL LABORATORY, INC.
En vironmental Analytical Services

2690 E. Ponce de Leon Ave., Decatur, GA 30030 / PO Box 1382, Decatur, GA 30031 (404)378-3877

ANALYSIS REPORT

COMPANY : HAZ-TECH
5280 Panola Industrial Blvd.
Decatur, Georgia 30035-4013

ATTENTION : Mr. John Cox

DATE RECEIVED : 11-19-90
REPORT DATE : 11-21-90
LAB PROJECT : 2086

LAB ID # 5700
STATION # #2 Boiler Room Elbow

% ASBESTOS

1. Chrysotile............................... 25
2. Amosite..................................
3. Crocidolite..............................
4. Anthophyllite............................
5. Tremolite................................
6. Actinolite...............................

% FIBER

1. Glass Fiber.............................. 35
2. Cellulose................................ Trace
3. Synthetic Fiber..........................

% PAR'ilCULATES

1. Binders,
2. Opaques.
3. Quartz..
4. Mica....
5. Perlite.
6. Gypsum..
7. Tar.....

Other (Matrix).............................. 40

Respectfully submitted,
ACCURA ANALYTICAL LABS
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ACCURA ANALYTICAL LABORATORY, INC.
Environmental Analytical Services

2690 E. Ponce de Leon Ave., Decatur, GA 30030 / PO Box 1382, Decatur, GA 30031 (404)378-3877

ANALYSIS REPORT

COMPANY : HAZ-TECH
5280 Panola Industrial Blvd.
Decatur, Georgia 30035-4013

ATTENTION : Mr. John Cox

DATE RECEIVED : 11-19-90
REPORT DATE : 11-21-90
LAB PROJECT : 2086

LAB ID # 5701
STATION # #3 Boiler Room Vent (upper)

% ASBESTOS

1. Chrysotile............................... 30
2. Amosite..................................
3. Crocidolite..............................
4. Anthophyllite............................
5. Tremolite................................
6. Actinolite...............................

% FIBER

1. Glass Fiber.............................. 40
2. Cellulose................................
3. Synthetic Fiber..........................

% PARTICULATES

1. Binders.
2. Opaques.
3. Quartz..
4. Mica....
5. Perlite.
6. Gypsum..
7. Tar.....

Other (Matrix).............................. 30

Respectfully submitted,
ACCURA ANALYTICAL LABS

BY .
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ACCURA ANALYTICAL LABORATORY, INC.
£n vironmental Analytical Services

2690 E. Ponce de Leon Ave., Decatur, GA 30030 / PO Box 1382, Decatur, GA 30031 (404)378-3877

ANALYSIS REPORT

COMPANY : HAZ-TECH
5280 Panola Industrial Blvd.
Decatur, Georgia 30035-4013

ATTENTION : Mr. John Cox

DATE RECEIVED : 11-19-90
REPORT DATE : 11-21-90
LAB PROJECT : 2086

LAB ID # 5702
STATION # #3 Boiler Room Vent (lower)

% ASBESTOS

1. Chrysotile....
2. Amosite.......
3. Crocidolite..,
4. Anthophyllite.
5. Tremolite.....
6. Actinolite....

% FIBER

1. Glass Fiber.............................. 99
2. Cellulose................................
3. Synthetic Fiber..........................

% PARTICULATES

1. Binders,
2. Opaques.
3. Quartz..
4. Mica...,
5. Perlite.
6. Gypsum..
7. Tar.....

Other (Matrix).............................. 01

Respectfully submitted,
ACCURA ANALYTICAL LABS
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ACCURA ANALYTICAL LABORATORY, INC.
Environmental Analytical Services

2690 E. Ponce de Leon Ave., Decatur, GA 30030 / PO Box 1382, Decatur, GA 30031 (404)378-3877

ANALYSIS REPORT

COMPANY : HAZ-TECH
5280 Panola Industrial Blvd.
Decatur, Georgia 30035-4013

ATTENTION : Mr. John Cox

DATE RECEIVED : 11-19-90
REPORT DATE : 11-21-90
LAB PROJECT : 2086

LAB ID # 5703
STATION # #4 Boiler Room Roof

% ASBESTOS

1. Chrysotile....
2. Amosite.......
3. Crocidolite...
4. Anthophyllite,
5. Tremolite.....
6. Actinolite....

% FIBER

1. Glass Fiber..............................
2. Cellulose................................ 03
3. Synthetic Fiber..........................

% PARTICIPATES

1. Binders,
2. Opaques.
3. Quartz..
4. Mica....
5. Perlite,
6. Gypsum..
7. Tar.....

Other (Matrix).............................. 97

Respectfully submitted,
ACCURA ANALYTICAL LABS
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ACCURA ANALYTICAL LABORATORY, INC.
Environmental Analytical Services

2690 E. Ponce de Leon Ave., Decatur, GA 30030 / PO Box 1382, Decatur, GA 30031 (404)378-3877

ANALYSIS REPORT

COMPANY : HAZ-TECH
5280 Panola Industrial Blvd.
Decatur, Georgia 30035-4013

ATTENTION : Mr. John Cox

DATE RECEIVED : 11-19-90
REPORT DATE : 11-21-90
LAB PROJECT : 2086

LAB ID # 5704
STATION # #5 Boiler Room Fitting

% ASBESTOS

1. Chrysotile............................... 20
2. Amosite..................................
3. Crocidolite..............................
4. Anthophyllite............................
5. Tremolite................................
6. Actinolite...............................

% FIBER

1. Glass Fiber.............................. 48
2. Cellulose................................ Trace
3. Synthetic Fiber..........................

% PARTICIPATES

1. Binders,
2. Opaques,
3. Quartz..
4. Mica....
5. Perlite.
6. Gypsum..
7. Tar.....

Other (Matrix).............................. 32

Respectfully submitted,
ACCURA ANALYTICAL LABS
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ACCURA ANALYTICAL LABORATORY, INC.

Environmental Analytical Services
2690 E. Ponce de Leon Ave., Decatur, GA 30030 / PO Box 1382, Decatur, GA 30031 (404)378-3877

ANALYSIS REPORT

COMPANY : HAZ-TECH
5280 Panola Industrial Blvd.
Decatur, Georgia 30035-4013

ATTENTION : Mr. John Cox

DATE RECEIVED : 11-19-90
REPORT DATE : 11-21-90
LAB PROJECT : 2086

LAB ID # 5705
STATION # #6 Boiler Room Rag Pipe

% ASBESTOS

1. Chrysotile............................... Trace
2. Amosite..................................
3. Crocidolite..............................
4. Anthophyllite............................
5. Tremolite................................
6. Actinolite...............................

% FIBER

1. Glass
2. Cellulose................................ 99
3. Synthetic Fiber..........................

% PARTICULATES

1. Binders.
2. Opaques,
3. Quartz.,
4. Mica....
5. Perlite,
6. Gypsum.,
7. Tar.....

Other (Binder).............................. 01
One Fiber Bundle Detected

Respectfully submitted,
ACCURA ANALYTICAL LABS

BY
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ACCURA ANALYTICAL LABORATORY, INC.
Environmental Analytical Services

2690 E. Ponce de Leon Ave., Decatur, GA 30030 / PO Box 1382, Decatur, GA 30031 (404)378-3877

ANALYSIS REPORT

COMPANY : HAZ-TECH
5280 Panola Industrial Blvd.
Decatur, Georgia 30035-4013

ATTENTION : Mr. John Cox

DATE RECEIVED : 11-19-90
REPORT DATE : 11-21-90
LAB PROJECT : 2086

LAB ID # 5706
STATION # #7 Boiler Room Ceiling

% ASBESTOS

1. Chrysotile...,
2. Amosite.......
3. Crocidolite..,
4. Anthophyllite.
5. Tremolite.....
6. Actinolite....

% FIBER

1 . G^ass Fiber ..............................
2. Cellulose. ............................... 05
3 . Synthetic Tiber ..........................

% PARTICULATES

1. Binders,
2. Opaques,
3. Quartz.,
4. Mica...,
5. Perlite.
6. Gypsum..
7. Tar.....

Other (Matrix).............................. 95

Respectfully submitted,
ACCURA ANALYTICAL LABS

BY
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ACCURA ANALYTICAL LABORATORY, INC.

Environmental Analytical Services
2690 E. Ponce de Leon Ave., Decatur, GA 30030 / PO Box 1382, Decatur, GA 30031 (404)378-3877

INVOICE

TO: HAZ-TECH
5280 Panola Industrial Blvd.
Decatur, Georgia 30035-4013

ATTN: ACCOUNTS PAYABLE
PROJECT DATED: 11-19-90
CLIENT PROJECT: Prairie Metal
P.O. # A020275

INVOICE# 20861
DATE: 11-21-90

DESCRIPTION AMOUNT

Eight (8) Samples for Asbestos Analtsis.$25.00/each

TOTAL

$200.00

$200.00

WE THANK YOU FOR YOUR BUSINESS


